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| Typical Technical Data

Note. The following technical data should be considered representative only, and should not be used for specification purposes.

Thickness um 188 JIS C2151
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Relative Reflectance % - 102 Hitachi U3310 (560nm)

| Relaiive Reflection Spectrum

4 Measured by HITACHI U-3310 Spectrophotomer
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